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E or to the United 5 
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ee Administration 

u.9. CB. 165-133 5 Claims 

A method of reducing the cooldown time and enhanc- 
ing the steady heat transfer characteristics of a circulat- 15 
ing cryogenic cooling system comprising coating the sur- 
faces, within the system, exposed to the cryogenic cool- 
ing liquid with high molecular-weight, plastic-resin ma- 
terial having a thickness in the range of .001 to -004 inch 
and roughening the exposed surface of the plastic-resin 20 
material to establish a random pattern of pits and inden- 
tations. A cryopanel so processed is also disclosed. 

25 The invention herein described may be manufactured 
and used by or for the Government of the United States 
of America for governmental purposes without the pay- 
ment of any royalties thereon or therefor. 

reducing the cooldown time of an object cooled by a nu- 
cleate boiling process, and more particularly relales to a 
method and means for reducing the cooldown time of a 
circulating cryogenic cooling system, and for enhancing 
the steady-state heat transfer thereto once it has reached 3j 
its operating temperature. 

In order to predict accurately how a new piece of equip- 
ment or material will perform in space, it is first sub- 
jected to a series of ground tests which simulate those 
conditions normally expected to be encountered in space 4o 
flight. One such test involves subjecting the new article 
to  extremely low temperatures. This is done by placing 
the article in a simulation chamber which utilizes a cry- 
ogenic cooling system to reproduce the desired temper- 
ature. Common cryogenic systems of this type consist 45 
basically of several metallic panels (commonly called 
cryopanels) which have passageways therein through 
which a cryogenic substance such as liquid nitrogen is 
circulated. In the large cyropanels a tremendous amount 
of heat must be transferred in order to cool these panels 50 
to the desired low temperatures, and accordingly the 
cooldown time for these panels is considerable (running 
into several hours). This “dead” time is undesirable, not 
only from the lost time aspect, but also in terms of the 

The present invention provides a means which not only 
substantially reduces this cooldown time, but one which 
also greatly enhances the steady-state heat transfer to 
the panel once the desired temperature is reached. This 
substantial increase in overall efficiency is accomplished 60 
by first coating the internal surfaces of the passageways 
in the panels with a minute layer of a permanent insula- 
tive-like material and then roughening the exposed sur- 
faces of the insulative material to establish a random 
pattern of pits or indentations therein for a purpose that 65 
will be more fully explained below. This insulative ma- 
terial must be one that can be bonded or otherwise per- 
manently secured to the panel, and must exhibit thermal 
properties which allow the metal substrate to expand 
and contract without affecting the bond between the in- 70 
sulative material and the substrate. One group of insula- 
tive materials which possess the desired characteristics 

This invention relates to a method for substantially 3o 

expense involved. 55 

are high molecular-weight, plastic-resin materials such 
as polymerized halogenated ethylenes. To further explain 
the actual results and the surmised theory as to why these 
results occur, it is helpful to refer to the drawings in 
which: 

FIG. 1 is a representative curve showing the rate of 
heat transfer from a warm body to a cryogenic liquid as 
a function of the temperature difference between the sur- 
face of the body and the liquid; 

FIG. 2 is a perspective view, partly in section, of a 
cryopanel made in accordance with the present invention; 
and 

FIG. 3 is a perspective view of onshalf of the cryo- 
panel of FIG. 2 before final assembly. 

Since the present invention relates to the complex field 
of nucleate boiling, it is considered that a brief descrip- 
tion of the phenomena associated with this type boiling 
will be helpful in both the explanation and the under- 
standing of the more detailed description of the present 
invention set forth below. When a warm body is placed 
in contact with a much colder fluid (such as a cryogenic 
liquid), heat is transferred from the body to the liquid 
by a series of different heat-transfer mechanisms. The 
rate of heat transfer that normally occurs during this 
cooling process has been plotted against the temperature 
difference between the body and the liquid, and is shown 
by the curve in FIG. 1. The portion of the curve lying 
to the right of point E depicts the high rate of heat trans- 
fer which occurs during the early stages of cooldown, 
and is believed to result from the force convection heat 
transfer between the body and the liquid. 

After a short time, this high rate of heat transfer ds- 
creases to a relatively low rate. This low rate region oc- 
curs between points D and E on the curve of FIG. 1, 
and is commonly called the stable vapor, or film boil- 
ing region. I t  is so called because it is thought that dur- 
ing this phase the warm body becomes essentially en- 
cased by a relatively quiescent and slowly moving film 
which has a very low thermal conductivity, and since 
the heat transfer from the body to  the liquid must take 
place across the film, the rate of heat transfer is accord- 
ingly low. 

As the cooling process continues, the vapor film be- 
comes unstable. It is believed that the instability of the 
film in this region is caused by the vapor film being con- 
stantly dissipated and reformed at a rapid rate. This un- 
stable region is shown by that portion of the curve which 
lies between points D and C, and is referred to as the 
region of unstable or psrtial film boiling. During the par- 
tial film boiling phase the rate of heat transfer steadily 
increases until point C on the curve is reached where 
the maximum rate of heat transfer occurs. This point is 
called the “critical AT,” or the point a t  which nucleate 
boiling commences. Nucleate boiling continues until the 
body is substantially the same temperature as the cryo- 
genic liquid. This phase of the cooling process takes place 
between points C and B on the curve, and is termed the 
nucleate boiling region. Final cooling of the body occurs 
between points B and A, and is due to natural convec- 
tion. 

From the above brief description of the phenomena 
associated with the nucleate boiling process, it can be 
seen that it would be desirable to broaden the critical 
A T  region where maximum heat transfer exists, so that 
higher heat transfer rates could be maintained over longer 
periods of time. From previous experiments in this field 
it has been determined that this region can be broadened 
by applying a thin coating of insulative-like material t o  
the surface of a warm object to be cooled before it is 
submerged into the cooling liquid. Although the theory 
involved is not certain, it appears that the thin coating 
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changes the surf6ce-liquid interface conditions so that the the same time). Since these conditions could not be dupli- 
time required to reach the nucreate boiling point or criti- cated in a practical cooling system, it was reasoned that 
cal A T  is shortened. This, in effect, enlarges the critical the reduction of cooldown time in such an actual system 
AT region on either side of point C in FIG. 1. The insulat- would be substantially less than the 26% reduction ob- 
ing effect that t b  thin coating has on the heat transfer tained above, and could be as low as 5%, which would 
is far outweighed by the positive &ect it has in inducing hardly justify coating the cooIhg system. Upon further 
nucleate boiling at an earlier stage in the cooldown cycle. study it Was theorized that the surface of the polytetra- 
This is true, however, only if the thickness of the coating fluoroethybne was of such smooth texture that only a 
material is kept in a defined range, as will be more fully minimum of nucleate boiling sites (those sites-indenta- 
discussed beIow. tions, pits, etc., at which nucleate boiling takes place) 

In early experiments a variety of materials such as were provided thereon. To test this theory, a number of 
petrokum jel€y, asbestos, and clear varnish were attached holes were punched in the polytetrafluormthylene layer, 
or coated onto solid metailic cylinders. These cylinders and the plate was zgain immersed in the liquid nitrogen. 
were then submerged in liquid aitrogen, and the cooldown The plate cooled down in 13 seconds. Encouraged by 
times for the cylinders were recorded. In each case the 15 these results, the number of nucleate boiling sites on the 
cooldown time was less than the cooldown time of an layer of polytetrafluoroethylene was further increased by 
uacoated cylinder. However, upon further observation it sandblasting the layer in a random pattern. The plate 
was found that these coatings had a tendency to  break up, then cooled down in 4.5 seconds, giving a truly rerna-rk- 
melt, or the like, whenever the cylinders were raised back able reduction in cooldown time of 79%, indicating that 
to room temperature. Also, as briefly mentioned above, 20 the above procedure could be used with great advantage 
the thickness of the coaiing material must be maintained in an actual cooling system. 
in a narrow range in order to produce the desired results. A cryopanel which illustrates the practical aspects of 
This is due to the fact that if the layer is too thin no the present invention is shown in FIG. 2. The panel BO is 
noticeable changes occur in the cooling process, and if constructed as follows. A thin insulative layer 11, 12 of 
it is too thick ths actual insulating effect of the layer 25 polytetrafluoroethylene (ranging from 0.001 to 0.004 
offsets any other advantages gained thereby. inch, preferably from 0.0015 to 0.002 inch), cut in the 

The desired thicknesses of the above mentioned ma- pattern shown in FIG. 3, is first bonded to each of two 
terials are very difficult, if not impossible, to maintain 20-gauge steel sheets 13, IS, respectively. This can be 
when the coated body is subjected to repealed cooling done with a platen press-bonding technique well known 
cycles. Still further, severe problems exist in properly 30 in the bonding art. Next, the insulabive layer 11, 12 on 
bonding or securing the desired thicknesses of these tem- each sheet is roughened by sandblasting, or the like, to 
porary coatings to the metal surfaces in such a way that establish a random pattern of pits or indentations some 
they will not erode or chip away during repeated cool- of which perforate the layer and exposed the steel sheet. 
down cycles. The latter is especially true where the sur- These pits serve as nucleate boiling sites during the cool- 
face to be coated is an internal surface of a passageway 35 down process, as explained above. Inlet opening 17 and 
through which the cooling liquid is circulated. All of outlet opening 19 are then cut through both sheet 13 and 
these previoosly rested materials, if applied to internal the layer 11 thereon. Sheet 15 is next positioned on sheet 
passageways, would undoubtedly flake, erode, or the like, 13 so that the uncovered area 21 on sheet 15 identically 
into the stream of cooling liquid, and thereby not only coincides with the uncovered area on sheet 13 (unshown) 
severely damage delicate circulating pumps, but also ren- 40 The two sheets are then joined by an electronic beam weld 
der the passageways unsuitable for repeated use. All of along their uncovered areas, Inlet tubing 22 is attached 
these factors make such materials totally unsuitable for to opening 17 and compressed gas is injected under high 
practical applications in known cryogenic cooling systems. pressure from a source (not shown). This high pressure 

The present invention allows the highly desirable cool- gas will permanently deform the sheets along the un- 
dawn properties of 8 thin coating of insulative-like ma- 45 welded, insulative covered areas to form a continuous S- 
terial to be utilized in a circulating cryogenic cooling sys- shaped passageway such as shown in FIG. 2. Outlet tub- 
tern, and at the same time overcomes all of the above ing 23 is then connected to opening 19 so that fluid pass- 
mentioned problems. In the present invention, a minute ing through panel 10 can be recirculated. 
layer of a high molecular-weight plastic-resin material To demonstrate the davantages of a cryopanel made in 
such as a polymerized halogenated ethylene, poly- 50 accordance with the present invention over an uncoated 
tetrafluoroethylene (commonly known as Teflon), is Per- cryopanel, both cooldown and steady-state heat transfer 
mane& bonded to the surface of the Warm body to be tests were conducted. The two cryopanels used in these 
cooled and is roughened by sandblasting, or the like, for tests were geometrically identical. The internal flow pas- 
a purpose explained below. From experimentation, it has sages of one cryopanel were coated with a 2 mil thick 
been determined that the thickness of such plastic-resins 55 layer of polytetrafluoroethylene and roughen& in the 
should be maintained in the range Of 0.001 to 0.004 inch. manner described above, while the flow passages of the 
This roughened layer of insulative-like material not only other cryopanel were uncoated. Both cryopanels were con- 
provides a means for substantially reducing the coo~down structed of 20-gauge stainless steel, and were painted with 
time of the body, but also is one which is not adversely a high emissivity paint. Each was 18 inches long, 12% 
affected bY repeated ~ o o k h w n  Cycles- Also, this layer of 60 inches wide, and weighted 5.5 pounds. Several thermocon- 
insulative-like material substantially enhances the steady- ples were attached at  identical locations on each of the 
state heat transfer Of the body after it has been cooled to  two panels. The panels Were then mounted parallel to 
the desired temperature, as will be shown below. each other and were thermally insulated from the mount- 

In the initial tests first Utilizing a Permanent, insUhtiVe- hgs. A bank of quark tube lamps was mid- 
like material, a small, uncoated stainless steel plate Was 65 way between the panels t o  provide a heat flux for &e 
immersed in a Dewar of liquid nitrogen to  determine the steady-state heat trmsfer studies. The thmmocmple out- 
time required for  the plate to COO1 to the temperature Of puts were relayed through a 1500 F. refmen= juncri-on 
the, liquid aitrogen. The uncoated plate was cooled in oven and into a &at8 system where the data covld be re- 
aPPraxharelY 21 seconds. After a 1.5 mil Coating of corded in digital form. The entire test setup was placed 
poIyfetraRuoroethylhylene was bonded to the Plate, the cool- 70 in a vacuum chamber to eliminate heat t m s f e r  by con- 
ing time was reduced to 15.6 seconds (a  26% reduction). vection. 
Although this amounted to a substantial reduction in cool- Liquid nitrogen was admitted to each of the p3ne.S at  
dowri time, it was recognized that these results had been the same time, and the temperature a t  each thermocouple 
obtained under ideal conditions (Le., all of the small was constantly recorded until a tempemture of -280" 
area of the plate was exposed to the cryogenic liquid at 'is F. was reached. This is the temperature at which most 
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space simulation chambers are designed to operate. A 
comparison of the data showed that the cryopanel made 
in accordance with the present invention had an average 
cooldown time of 24% less than that of the uncoated 
panel-a significant reduction in cooldown time. Also, it 
should be recognized that the reduction in cooldown time 
could further be improved by more extensive engineering 
of the cryopanels, e.g., manifolding the cryogenic liquid 
so that it is admitted to the cryopanel at a multiplicity of 

To determine the effect of coated cryopanel on steady 
state heat transfer, the bank of quartz tube lamps was 
actuated and an equal heat load of 5810 watts was im- 
posed on each of the two cryopanels after they had 
reached the cooldown temperature of -280" F. The 15 
average temperature of the uncoated panel during the 
period that the heat was applied was -188.5" F., while 
the average temperature of the coated panel was -248" 
F. These results indicate that the coated cryopanel is able 
to maintain a temperature of 59.5" F. less than the un- 20 
coated cryopanel under identical conditions. 

To further compare the overall steady-state heat trans- 
fer of the coated and uncoated panels, the following equa- 
tions are given: 

points. 10 

qC= UcAc(As) (1) 25 

4u= UUA,(Ae 1 u (2) 
where 
4, is the heat load on the Teflon coated cryopanel, 
q, is the heat load on the uncoated cryopanel, 
U, is the overall heat transfer coefficient for the coated 

U, is the overall heat transfer coefficient for the uncoated 

(As), is the difference between the coated cryopanel skin 
temperature and the liquid nitrogen temperature, 

(As), is the difference between the uncoated cryopanel 
skin temperature and the liquid nitrogen temperature, 

A, is the coated cryopanel area, 

30 

panel, 

panel, 35 

40 
A, is the uncoated cryopanel area. 
Experimentally, 4, was made equal to 4, so that 

and since Ac=A, 

which results in 

UCA, (As)c=U,A, (AB), 
45 

uc (As>c=uu (AB), 

(3) 50 
Equation 3 shows the steady-state relationship which 
interrelates the overall heat transfer coefficients of the 
coated and uncoated cryopanels. 

test with the known temperature of liquid nitrogen 
(-320" F.), (4e),=131S0 F. and (AS),=72" F. so 
that using Equation 3 

By using the data obtained in the above mentioned 55 

131.5' F. 

U,=1.83Uu 
showing that under identical conditions for the panels 
tested, a coated panel in accordance with the present 

u.=-Yj--- 72 F. vu 60 

141 

invention can transfer almost twice as much heat as an 
uncoated cryopanel of the same size. 

Although the invention has been illustrated in con- 
junction with a space simulation cryopanel, it should be 
realized that it can be utilized in other environments 
such as other nucleate boiling cooling systems, cryogenic 
transfer lines, or the like, and that the invention as set 
forth is intended to cover all changes and modifications 
which do not constitute a departure from the spirit and 
scope of the invention. 

What is claimed and desired to be secured by Letters 
Patent is: 
1. In a nucleate boiling process for cooling an object 

with a liquid, the method of reducing the cooldown time 
of said object comprising: 

coating those surfaces of said object which are to be 
exposed to said liquid with a layer of high molecular- 
weight, plastic-resin material having a thickness 
in the range of 0.001 to 0.004 inch.; and 

sandblasting the exposed surfaces of the plastic-resin 
layer to establish a random pattern of perforations 
forming nucleate boiling sites. 

2. The method of claim B wherein said high molecular- 
weight, plastic-resin material is a polymerized halogenated 
ethylene. 
3. The method of claim 2 wherein said polymerized 

halogenated ethylene is polytetrduoroethylene. 
4. In a circulating, cryogenic cooling system, a cryo- 

panel comprising: 
a metallic panel having an internal passageway there- 

through for circulation of a cryogenic liquid; 
a layer of a high molecular-weight, plastic-resin ma- 

terial having a thickness in the range of 0.001 to 
0.004 inch bonded to the surfaces of said internal 
passageway, said layer having a random pattern of 
perforations forming nucleate boiling sites; and 

inlet and outlet means in said panel communicating 
with the respective ends of said passageway in said 
panel whereby cryogenic liquid admitted through 
said inlet will pass through said passageway and 
out said outlet means. 

5. A cryopanel in accordance with claim 4 wherein 
said high molecular-weight plastic-resin material is a 
polymerized halogenated ethylene. 
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